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Optical diagnostics of atmospheric pressure glow discharge
in nitrogen with admixture of organosilicon

Z. Navrdtil, P. Siahel, D. Trunec, V. BurgfkovA, A. Brablec
Department of Physical Electronics, Masaryk University, Kotldfskd 2, 611 37 Brno, Czech Republic

The atmospheric pressure glow discharge in nitrogen with small admixture of different organosili-
cons compounds such as hexamethyldisilazane and hexamethyldisiloxane was studied by means of
emission spectroscopy. The deposited fihns were studied by means of indentation techniques.

1. Introduction 16000 ,'N I II

N 2 0-I HMDSO
In the industrial applications there is a great effort to de- -, 8000
velop techniques to control the surface properties of ma- N2 0-2

terials. There is a wide range of plasma enhanced chemi-

cal vapour deposition (PECVD) methods enabling to pre- -> 4000•C, N2 1-0

pare coatings with well-defined wetting and sticking be- N2 ,-
haviour and good mechnical properties. 

N N2 1-2 N2 1- N2 0-3

The disadvantage of the low pressure PECVD techniques 2000 NNN2 1-41

is that they demand expensive vacuum pumping systems. N
Moreover, there are difficulties to arrange the deposition 1000 , II

system for large area depositions. Recently plasma depo- ' 2 0-0 . . . .

sition at atmospheric pressure becomes a promising tech- 16000 N- 0-1 HMDSZ

nology due to its economical and ecological advantages. = N 2 0-2

During last years there is a great interest in atmospheric 8000

pressure glow discharges (APGD) especially in the N2 1-0

industrial applications. The glow discharge in different " 4000 N2 1-2 N2 1-3 N 2 0-3

pure gases can be easily generated [1, 2, 3, 4], but in N

nitrogen which is from the technological point of view 2000 CN

the most suitable gas the small admixture of oxygen
to nitrogen can lead to the generation of filamentary 1000

dielectric barrier discharge instead of APGD [4]. The 300 320 340 360 380 400 420

objective of the present work is to study the APGD in wavelength (nm)

nitrogen with small admixture of different organosilicon
compounds such as hexamethyldisilazane - C 6 H19Si2 N Figure 1: Emission spectra of APGD in nitrogen with

and hexamethyldisiloxane- C 6H18Si2 0. These mixtures admixture of HMDSO or HMDSZ.

can be used for plasma deposition of thin films with
desired surface and bulk properties. as vibration temperature of nitrogen were determined.

The mechanical properties were studied by means of the
2. Experimental depth sensing indentation technique using a Fischerscope

H 100 tester.
The deposition of thin films was carried out by atmo-
spheric pressure glow discharges with the operation fre- 3. Results and discussion
quency of 5 kHz. The APGD was carried out between
two electrodes covered with insulating glass plates. The Fig. I shows the typical emission spectra of the APG dis-
type of discharge as concerns the filamentary or glow charge in nitrogen with a small admixture of monomer
mode was determined from the current-voltage measure- (hexamethyldisiloxane or hexamethyldisilazane). The
ments. The films were deposited from different mix- spectra were recordered in the range of 300-800nm.
turesoforganosilicons(hexamethyldisilazane-HMDSZ, However, above 430nm only second spectral order of
hexamethyldisiloxane - HMDSO) with nitrogen on glass grid was observed.
substrate put on the bottom electrode. The nitrogen was Spectra consist of the molecular bands of second posi-
bubbled through liquid HMDSZ or HMDSO monomers tive system of nitrogen (C 3Ilu -4 B 3III) and in case of
to evaporate the monomer from the liquid to gaseous sta- the APGD in nitrogen with monomer two CN bands of
te. The nitrogen with organosilicon vapors was mixed CN violet system (2 fl -4 2E) were observed. The first
with pure nitrogen. The flow rate of the pure nitrogen one at 388 nm was more intensive than the second one at
was 81/min, the electrode gap was I mm and the supplied 422 nm. Vibrational bands of nitrogen with a correspon-
power was 30W in all cases, ding change of vibrational quantum number Av = -2, -3
The emission spectra from the discharges were recorded were used to calculate the vibrational temperature. De-
with TRIAX550 spectrometer and some parameters such
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hexamethyldisiloxane hexamethyldisilazane 8000 12.5
flow rate T flow rate T 6000 - 10.0

(Imin-1) (K) (lmin-') (K) -. , 4000 - 7.5.>". 5.0

0.0 1883 ± 67 0.0 1769 95 ', 2000 E2.5
0.3 2011-±-100 0.2 1802+68 to 0 0.0
0.6 1967 ± 110 0.5 1940 + 69 2 -2.5
1.2 1962+ 85 1.2 1887 ± 65 > -5.0

-000 . 7 .

Table 1: Vibrational temperature of nitrogen determined -.. r"cnt -
for different flow rates of organosilicones. -8000 r -12.5
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3000 - Figure 4: Time variation of current and applied voltage

"Z 2800 of APG discharge.
2600

'. 2400

• 2200
S2000 nusoidal, the current consists of two parts. The sinu-

"1800 soidal current course corresponds to capacitive current,

160o the small peak represents the current of the APG dis-

1400 1 .. charge.

383 384 385 386 387 388 389 390 Deposited films were homogeneous and microhardness
wavelength (nm) was in the range from 0.2 to 0.3 GPa. The elasticmodulus ranged from 10 to 25GPa. The films showed

Figure 2: Structure of CN band with position at 388.3 nm. high ductility and good adhesion to the substrate.

4. Conclusion

termined values of vibrational temperature for different It was found that APGD can be generated not only in
concentrations of organosilicones are listed in Table I. pure nitrogen but also in nitrogen with a small admixture

The structure of the CN band with the position at 388 nm of organosilicons. In case of higher concentration
is plotted on the Fig. 2. This CN band was used for calcu- of HMDSO or HMDSZ the APG mode changes to
lation of the integral intensity of the band. Fig. 3 shows filamentary mode. The APGD was studied by means of
the integrated intensity of the CN band vs. flow rate of emission spectroscopy and the vibrational temperature
organosilicon mixed to the pure nitrogen. The exponen- of nitrogen was determined. The vibrational temperature
tial increase of the integrated intensity was observed for varied from 1800 to 2000 K and only lightly depended
both types of monomer, but in case of HMDSZ the inte- on concentration of monomer added to the nitrogen. The
grated intensity was much higher. properties of thin films were studied by means of the
The measurement of the discharge voltage and current indentation technique, the hardness of films was about
is presented in Fig. 4. Whereas applied voltage is si- 0.2-0.3 GPa.
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